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Abstract: Analysis of 4 products for Solar Reflectance per ASTM C1549-09(2014) and Thermal Emittance per ASTM C1371-15 to
calculate Solar Reflective index per ASTM E1980-11 for ONNCCE.

RCMA# Description of Material Receiving Date
RCMA-160917 1 quart Sun Glare 5 Lot 201681001 DIT335/M01-E01-01 9/6/2016
RCMA-160918 1 quart Sun Glare 5 Lot 201681001 DIT335/M01-E02-01 9/6/2016
RCMA-160919 1 quart Sun Glare 10 Lot 201681001 DIT335/M01-E03-01 9/6/2016
RCMA-160920 1 quart Sun Glare 10 Lot 20168101 DIT335/M01-E04-01 9/6/2016
RCMA-160921 1 quart Sun Glare 20 Lot 20168101 DIT335/M01-E05-01 9/6/2016
RCMA-160922 1 quart Sun Glare 20 Lot 20168101 DIT335/M01-E06-01 9/6/2016
RCMA-160923 1 quart Sun Glare 30 Lot 20168101 DIT335/M01-E07-01 9/6/2016
RCMA-160924 1 quart Sun Glare 30 Lot 20168101 DIT335/M01-E08-01 9/6/2016

Test Method Requirement Result Conclusion
Solar Reflectance per ASTM C ONNCCE Report Results 0.874 N/A
1549 - Sun Glare 10 Lot 201681001
DIT335/M01-E03-01
Solar Reflectance per ASTM C ONNCCE Report Results 0.874 N/A
1549 - Sun Glare 10 Lot 20168101
DIT335/M01-E04-01
Solar Reflectance per ASTM C ONNCCE Report Results 0.879 N/A
1549 - Sun Glare 20 Lot 20168101
DIT335/M01-E05-01
Solar Reflectance per ASTM C ONNCCE Report Results 0.874 N/A
1549 - Sun Glare 20 Lot 20168101
DIT335/M01-E06-01
Solar Reflectance per ASTM C ONNCCE Report Results 0.882 N/A
1549 - Sun Glare 30 Lot 20168101
DIT335/M01-E07-01
Solar Reflectance per ASTM C ONNCCE Report Results 0.881 N/A
1549 - Sun Glare 30 Lot 20168101
DIT335/M01-E08-01
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Test Method Requirement Result Conclusion

Solar Reflectance per ASTM C ONNCCE Report Results 0.840 N/A
1549 - Sun Glare 5 Lot 201681001
DIT335/M01-E01-01

Solar Reflectance per ASTM C ONNCCE Report Results 0.849 N/A
1549 - Sun Glare 5 Lot 201681001
DIT335/M01-E02-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.89 N/A
1371 - Sun Glare 10 Lot 201681001
DIT335/M01-E03-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.88 N/A
1371 - Sun Glare 10 Lot 20168101
DIT335/M01-E04-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.90 N/A
1371 - Sun Glare 20 Lot 20168101
DIT335/M01-E05-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.90 N/A
1371 - Sun Glare 20 Lot 20168101
DIT335/M01-E06-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.90 N/A
1371 - Sun Glare 30 Lot 20168101
DIT335/M01-E07-01

Thermal Emittance per ASTM C ONNCCE Report Results 0.90 N/A
1371 - Sun Glare 30 Lot 20168101
DIT335/M01-E08-01

Thermal Emittance per ASTM C ONNCCE Report Resuilts 0.89 N/A
1371 - Sun Glare 5 Lot 201681001
DIT335/M01-E01-01

Thermal Emittance per ASTM C ONNCCE Report Resuits 0.88 N/A
1371 - Sun Glare 5 Lot 201681001
DIT335/M01-E02-01
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Test Method Requirement Result Conclusion

Conclusion: Test results are as reported with no acceptance criteria provided.

An average of 2 specimen results for each product are reported above.

9/16/16 2:00 PM

73.2°F / 52.9% R.H.

1.5 Air Mass

Tested By: Reviewed By
M W
Andrew Jambor Cindy Campbell
Laboratory Technician Project Testing Manager
The information presented in this publication is based upon the research of RCMA Americas, Inc.
RCMA Americas, Inc. and is to the best of its knowledge accurate. However, no guarantee of its
accuracy can be made since RCMA Americas, Inc. has no control over the conditions under which its
products may be used by others. RCMA Americas, Inc. assumes no liability for its use, or the failure
of products described herein. RCMA Americas, Inc. MAKES NO WARRANTIES EXPRESSED OR
IMPLIED, OF MERCHANTABILITY, FITNESS, PATENT INFRINGEMENT, OR OTHERWISE. RCMA
Americas, Inc. SHALL NOT BE LIABLE FOR SPECIAL, INCIDENTAL AND/OR CONSEQUENTIAL
DAMAGES. No statement contained herein shall be construed as a recommendation or inducement
to infringe existing patents or as an endorsement of products of specific manufacturers. ALL TEST
REPORTS SHALL NOT BE REPRODUCED, EXCEPT IN FULL WITHOUT THE WRITTEN
APPROVAL OF RCMA Americas, Inc.
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